TOKITA CVD SYSTEMS CO., LTD.

Impurity DATA of CVD Yttria (SHILD-C2)

Unit : wtppm
Element gl\_}g‘ I\D(;t(r:é Method Detection Limits
Li <0.1 0.1
Na <0.1 0.1
K <0.1 0.1
Al <0.1 0.1
Fe 0.12 0.1
Cu 0.23 0.1

Meassurment ICP-MS
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